Specifications:

Average particle Specific Bulk True
Purity (%) size(nm) surface Morphology density density Color
area(m’/g) (g/cm’) | (g/cm’)
+99 60 2200 Spherical - 3.6 White

CML : Central Metallurgy Lab.
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2 Theta/°® (Scan Axis: 2:1 sym.)

16- 394 Alumninum Oxide (A2 O3)

50- 741 Aluminum Oxde (A2 O3)

9- 440 _Aluminum Oxide (}\Iz 03)




