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Marshall Stability (Kgf)

Ooojl

Client : Diameter : (mm) 150
Project : Height : (mm) 150
Location : Weight: (gr) 6000
B.H/T.P.NO. Check flow
SAMPLE NO. Date : 30.7.91
ASPHALT FLOW & MARSHALL STABILITY
ASTM D1559
1200
1000 // /
800 ya /
600 //
400 /
0 ’—’ﬂ.‘/ /
0 2 4 6 8 10 2
Asphalt Flow(mm)
Quantitative Amount of Bitumen : % DENSITY : 2.26 gr/cms
Temp. of Asphalt Sample : °C Corrected factor:
Marshall Stability = 900 Ker
Asphlat Flow = 3.08 mm
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