Specification of Magnetite r-®

Chemical Formula

Morphology
Physical State
Appearance

Color

Packaging
Storage Condition

Technical
Size
Density

Surface Functionality

Magnetization
Saturation magnetization

Coercive field (Hc)

Scope of Application

Fe.O«

Spherical

Powder

Powder

Black

Standard Packaging

RT

<Y-nm

ONY g/ml

Plain

fY emu/giron (H=\---

>0 emu/giron(H>\-.- -+ Oe)

+.+20 Oe

MRI contrast agent, Research centers

Oe)



Characterization
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Vibrating Sample magnetometer (VSM) analysis of
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XRD analysis of Magnetite -®



