
 

Spherical silver Mono Dispersed Powder 

1-5 Micron Stearic acid coated 

 

                                                    Batch No:401012   Silver purity: 99.9 + 

Real Density: 10.49 gr/cm3                                  Tape Density: 4 gr/cm3 

Loss on ignition (650 c): 0.1wt%          Loss on drying (110 c): 0.01 wt% 

 Specific surface area: 3 m2/gr                 Particle Size: Max  1 -5 Micon 

No. 81 – Habibi Alahi Street – azadi – Tehran 

Tel: 02166198370-3      fax :  02142695801      info@shimyar.com 

 





















   

 
 
 

CERTIFICATE OF ANALYSIS 
 

Product Silver  Powder High Purity Date 17.11.2015 

Batch No. S0151/14 Mfg. Date Nov. 14 

 
 
Characteristic Requirement. Results 

 
Tap Density 3.8-4.8 g/cm3 4.5 
Surface Area 0.30-0.80 m2/g 0.75m2/g 
Percentage Purity 99.9% Min. 99.95% 

 
Particle Size Distribution <5 Micron Passes 
Loss of ingition(1hour@110oc in air) <0.1% <0.1% 
Loss on Drying(1hour@250oc in vacuum) <0.1% <0.1% 
Copper  10 ppm(Max) 2 ppm 
Iron 70 ppm(Max) 50 ppm 
Chloride   10 ppm(Max) 0.6 ppm 

 
 
 

 
                                                                                             
                  


