SOFTENING POINT TESTER (RING & BALL)

DIGITAL SOFTEING POINT TESTER
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ASTM C670 practice for preparmg precision and Bias statements for test methods for con
struction materials.

ASTM D92 test method for Flash And Fire points by Cleveland open cup

ASTM D140 Practice for sampling bituminous material

ASTM D3461 test method for softening point of asphalt and pitch
(mettle Cup-and-Balimethod)

ASTM D36-95 Standard test mothod for softening point of Bitumen

ASTM to T53-96 Standard method of test or softening point of Bitumen

(Ring and ball Apparatus)
ASTM E1-05 Specification for ASTM Thermometers .
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