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Certificate of  Analysis … ppm 

Nb S Ca Si Mg Al TiO2 

<=80 <=130 <=75 <=120 <=65 <=17 >=99% 
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TiO2 Nano particles 

Color purity ASP (nm)   SSA (m2/gr)  Crystal phase 

White powder ~90-99% 20 10-45 
Anatase73%- 

Rotile27% 

Bulk density  (gr/cm3) pH Loss of weight 
in ignition 

Loss of weight in 
drying 

 0.46 5.5-6  0.99% 0.48% 
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