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Al,03 Nanoparticles
. ASP SSA Crystal
Color purity (nm) (m?/gr) phase
White powder ~90-99% 20-50 >138 gamma
Density Specific heat capacity
Morpholo H
(kg/m?) phology P (J/keK)
3890 Nearly spherical 5.5-6 880
TEM
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XRD

Intensity (a.u.)

2 Theta (degree)
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